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Send completed forms to:  Doni Dotson  � HYPERLINK "mailto:maria.d.dotson@nasa.gov" �maria.d.dotson@nasa.gov�








Team Member(s): Carl Lauritzen





Team Member’s Proposed Resolution: The requested material specifications for the titanium used to manufacture the magnet support struts will provided to ES4 for review and approval.





Description of Problem:  Titanium alloy material specification, heat treatment, and design allowable are not available for review
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RID Closure Comments:





Date of Closure:





Initiator or Board Closure Concurrence:





Closure Forwarded to Initiator Date:





RID Status:





Action Status:





   Due Date:





      Description :





  Phone:





           Actionee:





        Action #





Disposition Comments: Accepted and open until we provide data to initiator.��Update: �See Strut_Nut_Titanium.pdf attachment and find the materials data for the new titanium struts on the permanent magnet (Ti6Al4V, AMS 4928R).  The last page is probably the most useful. 





Signature Date:





Disposition Signature:





Dispositioned By:





Disposition: Accepted & Completed/Closed





Recommendation:  Provide the material specification, heat treatment and design allowable information to ES4 for review and approval.





RID Title:  Titanium Support Strut for Permanent Magnet





Initiator’s Fax:  








Initiator’s Ph:  281-461-5425





Ph:  





Mail Code:  ES4





Initiator:  Chia Chang





RID Number:  AMS – Delta CDR - 045





Review item Disposition (RID)


 AMS Delta Critical Design Review 








Date of Review:


May 4 – 5, 2010








